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- -MEMO t-() 

From 

Su~ject HYPODERf,: I C · NF.F.DLE 

Answerin~ t 
Your Memo f 

'l'he examination of the S(;ll!lples subnj..tted de
mons tr"" ted that the brans cap from the colla}Jsible tube· 
contained a fr<-J.gmen t of a steel hy}Jodermic needle and. 
that thi.s fragment wa~ idehtl c;:tl in every resvect. to the 
section of hypodermic needle submitted separatel~. 

. . 
Spec-trographic com pari son shov1 ed that tl1e rel-

ative amounts of residual impurities such .:.~.s Cr, Ni, t.~n, 
Cu, Mo, etc. are the·· same in the two sections. They were 
also found to be ictentical in outer diameter and structure 
as determined metallographically .• 
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Plate 6521 --~=Etched with Nital 

Etched with Nital .. 
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